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INTISARI 

Dalam penelitian ini, kami menjelaskan fabrikasi sistem teknologi 

pemurnian air menggunakan karbon aktif. Karbon aktif dianggap sebagai 

adsorben berpotensi mampu untuk menghilangkan senyawa organik dan 

disinfektan sisa dalam persediaan air karena struktur mikro yang tinggi dan 

reaktivitas permukaannya yang tinggi. Dalam rangka untuk memanfaatkan 

keuntungan dari karbon aktif, kami membuat karbon aktif menjadi bentuk disk 

karbon aktif (AC-disc). Polyethersulfone (PES) Solution digunakan sebagai 

pengikat untuk bubuk karbon aktif. Komposisi yang berbeda untuk karbon aktif 

dan PES Solution digunakan untuk menemukan rasio ikatan terbaik. AC-Disk 

kemudian diperlakukan di bawah percobaan aliran air selama 48 jam. Hasil 

penelitian menunjukkan bahwa komposisi 100% dari karbon aktif dan 30% PES 

Solution didapatkan erosi terendah setelah melakukan uji aliran air. Hasil uji 

penyaringan menunjukkan bahwa campuran karbon aktif dengan 30% PES 

Solution mampu menghilangkan bakteri sebanyak 99,99%. 

 

Kata kunci: Karbon Aktif, Polyethersulfone. 
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ABSTRACT 

In this research, we describe the fabrication of water filtration technology 

system utilizing activated carbon. The activated carbon is considered as potential 

adsorbents for the removal of organic compounds and residual disinfectants in 

water supplies due to its high microporous structure and a high reactivity of their 

surface. In order to exploit the advantages of activated carbon, we made the 

activated carbon into a compacted activated-carbon-disc shape (AC-disc). 

Polyethersulfone (PES) solution was used as bonding agent for the activated 

carbon powder. Different composition for the activated carbon and PES solution 

were used to find the best bonding ratio. The AC-discs were then treated under 

water stream experiment for 48 hours. The experiment result shows that 

composition of 100% of activated carbon and 30% PES solution perform the 

lowest erosion after performing water stream test. The result of filtration test show 

the mixture of activated carbon with 30% of PES Solution adequate for the 

removal bacteria as much as 99,99%. 

 

Keywords: Activated Carbon, Polyethersulfone. 


